|
- ey Sd Geochemical
¢ i BONDAR-CLEGG
REPORT: 098-1195 PROJECT: GILT EDGE PAGE 1
SAMPLE ELEMENT Au Au  Au RCI SAMPLE ELEMENT Au Au  Au BCI
NUMBER UNITS oPT OPT OPT NUMBER UNITS oPT orT oPT
D2 RE8-458-400-405 0.021 0,023 D2 R88-458-400-605 0,005
112 R88-458-405-410 0,017 D2 RB88-458-605-410 0.002
D2 RBB-458-410-415 0.014 D2 RB8B-458-4610-415 0,003
D2 R88-458-415-420 0.018 D2 RB8-458-615-620 0,004
D2 RB8B8-458-420-425 0,012 D2 R88-458-620-625 0,004
D2 RE8-458-425-410 0.010 D2 R88-458-425-430 0,002
D2 R88-458-430-435 0,004 D2 RBB-458-630-435 0.007
D2 R88-458-415-440 40,002 D2 R88-458-435-640 0.009
012 RBB-458-440-445 0.007 D2 REB-458-540-445 0.012
D2 RES8-458-445-450 40,002 2 RBE8-458-445-450 0.021
D2 R88-458-450-455 0.005 N2 R88-458-450-455 0,013 0,025
1D2 RB8-458-455-440 0.009 02 RB8-458-455-640 0,019
| D2 RB8B-458-460-445 0.015 2 RB8-458-460-645 40,002
|12 R8S-458-445-470 0,023 0,017 D2 R88-458-445-470 0.008
P2 RB8-458-470-475 0,016 D2 RBE-458-670-475 0,005
|2 RB88-458-475-480 <0,002 P2 R88-458-475-480 0,004
| B2 R88-458-480-485 0,010 D2 RB8-458-480-48S 0,004
|II2 RBB-458-485-4%0 0.014 D2 RB8-458-485-4%90 0,002
;DZ R88-458-490-495 0.034 0,029 D2 RB8-458-4690-49S 0,008 0,005
;BZ R88-458-495-500 0,040 D2 RE8-458-495-700 0.007
D2 R88-458-500-505 0.017
| D2 R8B-458-505-510 0.008
| B2 RBB8-458-510-515 0.019

‘12 R88-458-515-520 0.091 JA12 0,081
D2 R88-438-520-525 0,021
12 RB8-458-525-530 20,002
| D2 R88-458-530-535 0,007
D2 RE8-458-535-540 0,007
D2 R88-458-540-545 0,002
|D2 R83-458-545-550 0,002
D2 RBE-436-550-595 0,002
02 RB8-438-555-560 0,004
D2 RB8-458-560-565 0,008
D2 R8B-438-545-570 0,005
D2 R88-458-570-575 0,007
T2 R88-458-575-580 0,008
D2 R88-458-580-585 0,007 £0,002
12 R88-458-585-590 0,008
12 R88-458-590-595 0,006

D2 R88-458-595-600

0,005 ~
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Bondar-Clegg, lnc.
West Cedar Dr.
Colorado 80228
(303)

REPORT: 098-1193 ( COMPLETE

REFERENCE INFO: NONE LISTEDR

CLIENT: BROHM MINING CORF.
PROJECT: GILT EDGE

SUBKITTED BY: J. RARRON
DATE PRINTED: 24-0CT-88

ORDER ELEMENT

RETECTION LIMIT EXTRACTION

METHOD

Fire Assay
Fire Assas

1 M Gold
2 A Gold
’ SAMPLE TYPES NUNBER
D DRILL CORE 20

SIZE FRACTIONS

SANFLE PREFARATIONS NUMBER

Ascay Prep 20
Saarle Pickur 1

’ REMARKS: FINAL RESULTS ARE REPORTED,

TUO SEPARATE ASSAY RESULTS REPORTED FOR ONE

SANPLE,

1 REPORT COPIES TD: MR, JIM BARRON
‘ MR. JIN BARRON

INVOICE TO: MR. JIM BARRON




Bogsr-Clagg, . Geochemical

12980 West Cedar Dr.

N BONDAR-CLEGG
REPORT: 098-1193 PROJECT: GILT EDGE PAGE 1
SANPLE ELEMENT  Au A
NUNBER, INITS  OPT  OPT
12 RE8-458-300-305 0,013
D2 RES-458-305-310 0,010
02 R8S-458-310-115 0.017
D2 R88-456-115-320 0,018
12 R88-458-120-325 0,030
02 R88-458-325-330 0,035 0,067
D2 R88-458-130-135 0,026
12 RB8-458-335-340 0,031
12 RE8-458-140-345 0,012
12 RE8-4358-345-350 0,030 7
12 Re8-458-350-355 0,009
D2 R88-458-355-380 0,007
12 R88-458-360-345 0,009
12 R88-458-365-370 0,013
12 R88-458-370-375 0,009
12 R8B-458-375-380 0,011
D2 R38-458-380-385 0,004
12 REB-458-385-390 0,007
D2 R88-458-190-395 0,008
12 RES-458-395-400 0.016
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Bondar-Clegg, lnc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9R9-4404

Geochemical
Lab Report

REPORT: 098-1176 ( COMPLETE

REFERENCE INFO! NONE LISTED

CLIENT! BROHM MINING CORP.
PROJECT: GILT EDGE

SUBKITTED BY! Ju BARRON
DATE PRINTEDY 26-0CT-8R

NUMBER OF LOWER
DRDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION HETHOD
1 Au Gold 40 0,002 OPT Fire Assay
2 #Au BCI Au (Bondar-Clesd) 6 0,002 0OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUNBER SAMPLE PREPARATIONS NIMBER
D DRILL CORE 60 2 ~-150 60 Assay Prep &0
Saarle Pickup 1

REMARKS: WORK PERFORMED AT OUTSIDE LAB.

BONDAR-CLEGE CHECKS IN SECOND

COLUMN,

; REPORT COPIES TO: MR. JIM RARRON
MR. JIM BARRON

INVOICE 703 MR. JIM BARROM




oy s Geochemical
West Cedar Dr,
ood, Colorado 80228 Lab Report

“ BONDAR-CLEGG
| o "
REFORT: 098-1176 PROJECT: GILT EMGE PAGE 1
SANPLE ELERENT Av  Au BCI SARPLE ELENENT Au_ Au BCI
NUMBER UNITS  OPT 0PT NUNRER UNITS 0P 0PT
T2 R88-458-0-5 20,005 12 F83-458-200-205 20,005
12 R8S-458-5-10 <0,005 D2 R88-458-205-210 0,005
D2 R88-458-10-15 0,007 D2 R88-458-210-215 0,005
D2 R88-458-15-20 0,006 12 RE8-458-215-220 0,005
12 R88-458-20-25 0,005 12 R83-458-220-225 0,005
Frz RBE-458-25-30 70,005 02 RAR-458-225-230 0,005
D2 RE8-458-30-35 0,007 2 R88-458-230-235 0,005
RES-458-35-40 0,012 0,009 D2 RE8-458-235-240 <0,005
D2 R88-458-40-45 <0,005 12 R88-458-240-245 0,023 0,024
2 RES-458-45-50 40,005 D2 R8S-458-245-250 0,008
02 R88-438-50-55 <0.005 12 F88-458-250-295 70,005
D2 RE8-458-55-40 0,007 12 R88-458-255-260 40,005
D2 R88-458-60-45 <0,005 D2 RSS-458-260-245 0,010
D2 R8B8-458-45-70 40,005 D2 R88-458-245-270 0.008
D2 R88-458-70-75 0,007 D2 R88-458-270-275 0,005
12 RE8-458-75-80 0,010 12 RE8-458-275-280 0.007
D2 R88-458-80-85 0,027 0,026 D2 R88-458-280-285 0.016
D2 RE8-458-85-90 0,017 12 R88-458-285-290 0,019 0,018
12 R88-458-90-95 0,016 D2 R88-458-290-295 0,019
12 Re8-458-95-100 0,014 12 RE8-458-295-300 0,022~
T2 R88-458-100-105 70,008
D2 R88-458-105-110 40,005
D2 R88-458-110-115 0,005
D2 R88-458-115-120 0,010
D2 R88-458-120-125 (0,005
02 R88-458-125-130 70,005
D2 R88-458-130-135 0,005 0,003
D2 R88-458-135-140 0.00%
D2 R88-458-140-145 0,005
12 R88-458-145-150 <0,005
T2 R88-458-150-155 3,005
D2 RB8-458-155-140 0.007
D2 R88-458-160-165 <0,005 9]
D2 R88-438-165-170 <0,005 / IRUEIFIIUREIS
D2 R88-458-170-175 0,010 0,011 g
1 v
"|b2 R88-458-175-180 40,005 ooy | C TO0
(¥
D2 R8S-458-180-185 20,005 I k__ '
12 RB8-458-185-1%0 0,005 |
D2 R§8-458-190-195 0,005
12 REG-438-195-200 40,005 ! 00 oNIVIIM MHOAS
!

———— - e
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Bondar-Clegg, lnc. (Geochemical
12980 West Cedar Dr.
s | BONDAR-CLEGG
'REPORT: 098-1200 ( COMPLETE ) REFERENCE INFO: NONE LISTED
'CLIENT: BROHM MINING CORP. SURMITTED RY: .. BARROM
\PROJECT: NOME LISTED DATE PRINTED: 24-0CT-88
NUNBER OF LOVER
ORIER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION NETHOD
1 Au Gold 1 0,002 OPT Fire Assay
2 A Gold 3 0.002 OPT Fire Assay
3 Au BCI Au (Bondar-Cless) 7 0,002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
B—IRHLLCORE # 3—15¢ 7t —#vsey-Prev 7
Excessive Wetness 1311
Samrle Pickur 1

REMARKS: WORK FPERFORMEDR AT AN OUTSIDE LAB.

2 SEPARATE ASSAY RESULTS REPORTED FOR SOME
SANPLES.,

BONDAR-CLEGG CHECKS IN 3RD COLUMN.

REPORT COPIES TO: MR. JIM RARRON
¥R, JIM BARRCN

INVOICE TO: MR, JIM BARRCN




.. b Geochemical
West Cedar Dr.
0od, Colorado 80228 Lab Report
A BONDAR-CLEGG
.
REPORT: 098-1200 PROJECT: NONE LISTED PAGE 1
SAWPLE ELENENT  Au Au_ fu BCI SANFLE ELENENT AU AU Au BCI
NUKBER UNITS  OPT  OFT  OPT NUMBER UNITS  OFT  OPT  OFT
|
"2 R88-458-700-705 0,015 D2 R88-138-900-905 0,003
02 RE8-438-705-710 0,013 D2 RE8-458-905-910 0,022
D2, R88-458-710-715 0,053 02 R9B-458-910-915 0,021
12 RE8-458-715-720 0,051 D2 RBE-458-915-920 0,009
102 R88-458-720-725 0,135 0,135 D2 R88-458-920-925 0,002
02 RE6-458-725-730 0,033 02 RE8-438-925-930 0,019
02 R88-458-730-735 0,024 D2 R88-458-930-935 0,041
12 RE8-458-735-740 0,023 12 R8B-458-935-940 0,040 0,032
02 R88-458-740-745 0,022 02 RR8-438-940-945 0,056  0.042
D2 RE8-458-745-750 0,016 02 R28-458-945-950 0,031
02 RBB-438-750-755 0,014 12 RE8-58-950-953 0,012
D2 RE8-458-755-740 0,010 D2 RES-458-955-960 0,035
|02 R88-458-740-765 0,075 0,064 D2 RE8-A58-960-945 0,022
D2 RE8-458-765-770 0,014 02 RE8-458-965-970 0,022
02 Re-458-770-775 0,038 D2 REE-458-970-975 0,044,
TR Re-458-775-780 0,010 17 REE-438-975-980 0,060
|D2 RG8-458-780-765 0,012 12 R38-458-980-935 0,046
12 RE8-458-765-790 0,099 0,098 12 REB-458-985-950 0,018
12 R88-458-790-795 0,010 B2 R88-458-990-995 0,004
D2 RB8-458-795-800 0,018 D2 REB-458-995-1000 0,148 0,164 0,171
T RES-458-800-805 5,013 12 ReA-458-1000-1005 0,082
D2 R88-458-805-810 0,006 D2 RE8-458-1005-1010  0.057
D2 Re8-458-810-815 0,015 D2 RS8-458-1010-1015 0,033
12 Res-458-815-820 0,007 02 RES-458-1015-1020  0.008
D2 R8S-458-820-825 0,005 0,004 02 R98-458-1020-1025 0,022
02 RE8-458-825-830 0,003 T2 RE8-458-1025-1030  <0.002
D2 R88-458-830-835 0,003 D2 R98-458-1030-1035 9,021
D2 RBS-458-835-840 0,008 D2 RES-458-1035-1040 0,036 0,041
12 RE8-458-840-845 0,006 D2 R8S-438-1040-1045 0.012
D2 R88-458-845-850 0,035 12 RES-458-1045-1050 0,007
T2 RE8-458-850-855 8,027 02 RE3-458-1050-1055 0,010,
2 REE-458-855-860 0,007 gy -
D2 R88-458-840-845 0,009 1181 ]2 (.
12 RE8-458-845-670 0,007 Ui @eal|
12 R88-458-870-875 0,005 / 0,004 . | — \
N2 RE8-458-875-820 9,002 i BA0 1 190
D2 R8-458-880-895 40,002 3K_i b
D2 R88-458-885-890 0.003 ' -
D2 R8B-458-890-875 0,006
D2 R88-458-895-900 0,005 ' -09 DUIMIM MHORS

\
i
\
|

~




 TEGEVE
B 0CT 3 | 1988 LBJ

BROHM MINING CO.




~
-

Polson, MT
(406) 883-5488

MINERAL

Elko, NV
(702) 738-2622

"WATER WELL

REVERSE CIRCULATION EXPLORATION NQ 1359
P.O. Box 449 == POLSON, MONTANA 59860-0449
Date 9- 23“36/ Location j'f“w b:{zr—;l /’/'.//
Name 8 ms/\ [anY A 55 T_
hrs./ft. ft. Hole
Hole # Depth Tricone Hammer Conditioning Standby
R-x-fsg |400-755 2es ) 8:00~2. 30
{ -
R-5&~4SP ZE P Y)iny bempd e Trgrene O] | 7:30-%:00
7o74] Charq ble Feedl 3385~
7—6 70'/ (Aar/szl/e /'/&uvj Q-
I Tricone Hammer J
Bits ) one SIN SIN FUEL
Rigs
Pickups
(ft.)
Casiqg || Misc.
Daily Remarks: /\.) o £mg7(f/ Epplies:
\ :
Driller (114 - ‘Of« 21D ’ Helper e D
Geologist EANMV — A it on Lo Sampler m:fg&

Gull Printing, Polson




|

|

b e -‘r
Polson, MT
(406) 883-5488 A
DR 1.

A Elko, NV
(702) 738-2622
I.ING

[

MINERAL S

nevsg;g CincutaTion | 3 | EXPLORATION NO 1360 ;.:
AY

‘v,.
P.O. Box 449 == POLSON, MONTANA 59860-0449 |

Date 9-23-88 A Location 5Tvaws 5«.«; H:ll
Name Broh m ”“H;.<" A g AT
hrs./ft. ' ft. Hole
Hole # Depth Tricone Hammer Conditioning Standby
Reg-4s2  |T65-165< £-4. P.30-3.00
—%’- 4sR |73 Co T ppore o5l as bit bafe |3ica-4130 |
coar Th q To preve o 7o nexTt Ao )Q_ 2 ¥-30 - ‘50 1
e o kﬁwg Cul'rc roc T As b 1 0 T s (V\TJM"\ aT &3O ‘1

]

7o) Charqehle FeeT ohr oy
‘7—-6-/;/ CA(,(qJ/i f/ou(§ /O %

‘ Tricone Hammer J

Bits S/N S/N FUEL
A) one Rigs
Pickups

(ft.) .

Casing Misc. R
j Daily Remarks: 60.5'&/ ( 4:30-3 oo) Supplies:

Tk Charselle booide (€5 Ls)
Driller D»u 5 Helper Qm [)

Geologist /A/ 2 L\~ /‘,~~<r* ““/u»q Sampler m .\7‘&/1

:L Gull Printing, Polson y



- <-¢# '
Polson, MT 2 Wy Elko, NV
(406) 883-5488 L | (702) 738-2622
LLING Ry
i e T o dexr:z:'z%ou NO 1408
P.O. Box 449 == POLSdN. MONTANA 59860-0449
Date 7- ) 3'5’? Location ..s"/‘}-m Ae reey A/,//
Name B shm 0D -
hrs./ft. ft. Hole
Hole # Depth Tricone Hammer Conditioning Standby
f-%?"‘/{? Pu // «‘3 .Jr )'F Q/L— ’7‘& 5,) T'?gn - et | 800‘q&ﬁ
R-8&- 753 / Goiry in| dole it Vepeune |9:00 1048
R. 2% 4<% |785-17 10 4 1 6200 - 8 B
7;19/ (Aorj-lé. /facfr "0"“
~} .
\ 7—0‘}2‘/ (l-r /—e—— //o.xrf //}2
Tricone Hammer o j
Bits S/N S/N FUEL
A)Qng, Rigs
Pickups
(ft.)
Casin Misc.
Daily Remarks: boovTer ( £.00 -%: 30§ Supplies:
Chodfb\- 7(4,/ Su u¢-1 (/ 30 200) furc 3‘1“ "/ AG3;
C)rddfy—.-\f(f éfuq—,,—, (3 00-‘ 66) (QW\(AT — / Acﬁ
HL) Cerpeb b GouttosZ (45 ) 4
‘Bt/ (}‘-’ '3‘2 /t. ./3((\3 Zr [ Qé—}%> l.. — |

DrillelL TL‘L E ' txé £ / . Helper Dea LY

Geologist £/ /// ) = / .é ri’h_r\ Sampler Dares n
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LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: 8881404 TELEX: 45-693

O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

SAMPLE SHIPMENT NOTICE
Date Shipped Via [] Prepaid or O Collect
# Parcels in Shipment » TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME £ PHONE NUMBER PROJECT NAME OR NUMBER
Samples|  # Samore Numbers ELEMENTS TO BE ANALYZED Neutron Ore
ype | Samples (Senes) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation oce test
Neutron ore
Cu |Ph |Zn Mo Ag |Cd |Ni [Co Ma [Fe [BI |V W |F- W JAs Mg [5n S lﬂa E spec Activation oce test
. o Neut ore
5 ICu |Pb [Zn Mo |Ag [Cd |Ni |Co Mn [Fe |BI |V W |F s JAs Mg [Sn [SO [61 E spec Activation oce test
7 Neutron - ore
/ / Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn [Fe |BI |V W |F |Au |As Mg [Sn [S0 l;!a E spec | Activation cP test
Neulron ore
Cu [Pb Zn P\o Ag |Cd |Ni [Co Mn [Fe [Bi |V W |F JAu |As Mg [Sn [Sh IB-J E spec | Activation oce test
Neulron ore
Cu |Pb |Zn }ﬂo JAg |Cd NI [Co fdn Fe |BI |V W |F A JAs Mg lSn Sh [ﬂa E spec | Activation pce test
L [ Neulron ore
Cu [Pb |Zn Mo |Ag |Cd [Ni |Co Mn [Fe |Bi |V W |F |Au |As Mg ISn [Sb |Ba |E spec | Activation ocep test
Neulron ore
Cu |Pb |Zn }dn |Ag |Cd NI |Co Mn |Fe [Bi |V W |F JAu JAs [Hg [Sn [SD [B.] E spec | Activation pce test
Neulron ore
Cu |Pb |Zn }do JAg |Cd |Ni |Co Mn |Fe |Bi W |F JAu |As Mg [Sn [Sh |Ba |E spec | Activation pep test
Neutron ore
Cu |Pb |2n bo Ag |Cd |Ni |Co Mn [Fe |Bi |V W |F JAu |As Mg [Sn [SD lBa E spec | Activation pee test
IG Neulron e
Cu |Ph |In knlﬂq ICd |Ni [Co rlln Fe |Bi |V W |F JAu |As g [Sn |Sb |Ba |E spec | Activatio DCP test
L Weutron ore
Cu |Ph Zn}ﬁo g [Cd [N to‘}dn Fe |Bi |V W |F JAu |As Mg [Sa [Sb [Ba |E spec | Aclivation oce test
h Neutron ore
Cu |Pb |Zn Mo JAg [Cd INI [Co }An Fe |Bi |V W |F JAu |As Mg [Sn [Sh IB; E spec | Activation ocep test
L LIl L L d
Cu |Pb |20 Mo JAg |Cd |Ni [Co Ln Fe |Bi |V W I|F Lu As Mg [Sn [Sb |Ba |E spec | Activation ocp test
Neulron ore
Cu |Pb [Zn Mo JAg |Cd |Ni [Co Mn [Fe |Bi |V W |F JAu |As Mg [Sa [Sb |Ba |E spec | Activation pce test
ReUTon e
Cu |Pb [Zn Mo JAg [Co |Ni [Co rn Fe |Bi |V FJAu fAs Mg [So [Sb |Ba |E spec | Activation ocP test
2 assay (%, ore grade) O prepared
O geochemical (ppm, trace level) | unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O "RETURN COD-AFTER ANALYSIS COMPLETE b le { —w " RETURN CODAFTER ANALYSIS COMPLETE

[ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

O Results FAA NS, O Results
O Invoices Ly ! O Invoices
O Pulps i L O Pulps

0 Rejects O Rejects
O Results O Results
O Invoice O Invoice
0O Pulps 0O Pulps

O Rejects O Rejects

White — Lab Copy - Please Include With Shipment

Yeliow — Sampile Prep. Copy Pink — Client's Copy




B BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWOOD, CO. PHONE: S89-1104 TELEX: 45-693

[ DISCARD AFTER ANALYSIS COMPLETE
_ET RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

SAMPLE SHIPMENT NOTICE
Date Shipped Via [ Prepaid or [ Collect
' # Parcels in Shipment { d TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME ___ (L ey PHONE NUMBER ____ L1 </ _PROJECT NAME OR NUMBER {
Samples B Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation oce test
0], Neutron ore
) robhs = 15¢ Cu |Ph |Zn Mo |Ag |Cd [Ni [Co Mn [Fe [Bi |V W |F JAu Hg |Sn [Sb [Ba |E spec | Activation oce test
Neu ore
— Arnry Cu |Pb |Zn Mo |Ag |Cd |Ni |Co Mn [Fe |Bi |V W |F JAu JAs |Hg [Sn |Sb |Ba |E spec | Activalion oce test
Neutron ore
D7 ./ Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn [Fe |Bi |V W |F JAu JAs JHg [Sn |Sb |Ba |E spec Activation nce lest
f Neutron ore
Cu |Pb |Zn rdn Ag [Cd |Ni |[Co Mn [Fe |Bi |V W [F JAu JAs Hg |Sn [Sb |Ba |E spec | Activation pce test
Newtron are
Cu [Pb [Zn Mo |Ag [Cd [NI [Co rdn Fe |Bi |V W [F |Au |As |Mg |Sn [Sb |Ba |E spec | Activation pee test
L" Neutron ore
Cu |Pb [Zn Mo [Ag |Cd |Ni [Co Mn |Fe |Bi |V W [F |Au |As |Hg [Sn |Sb |Ba [E spec | Activation ICP test
I Neulron ore
Cu |Pb [Zn Mo |Ag |Cd |NI [Co Mn |Fe |Bi |V W |F |Au |As |Hg |Sn [Sb [Ba |E spec | Activation DCP lest
Neutron ore
Cu |Ph |Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi W |F |Au |As g [Sn |Sb |Ba |E spec | Activation oce test
Neutron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni |Co Mo |Fe |Bi |V W |F JAu |As Mg [Sn |Sb |Ba |E spec | Activation oce lest
Neulron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe |Bi |V W |F JAu |As [Hg |Sn |Sb [Ba |E spec | Activatios pee test
Neutron ore
Cu |Ph |Zn Mo |Ag |Cd INI |Co Mn |[Fe |Bi |V W |F As Hg |Sn |Sh |Ba |E spec | Activation nDep lest
Neutron ore
Cu |Pb [Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi |V W |F |Au [As |Hg [Sn [Sh |Ba |E spec | Activation pce test
weuton e
Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn |Fe |Bi [V W |F |Au |As [Hg [Sn [Sb |Ba [E spec | Activation nep test
Neulron ore
Cu [Pb |Zn Mo |Ag [Cd NI [Ca &In Fe |Bi |V W |F |Au |As Hg [Sn [Sb [Ba |E spec | Activation oce lest
Neulron ore
Cu |Pb |Zn ’Ho IAg [Cd |Ni [Co Mn [Fe [Bi |V W |F |Au |As Hg [Sn [Sbh |Ba |E spec | Activation oee test
1 assay (%, ore grade) 0 (prepared
Please analyze by / methods, the enclosed ; samples
O geochemical (ppm, trace level) @ \unprepared
0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
|
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

O DISCARD AFTER ANALYSIS COMPLETE

A RETURN CODAFTER ANALYSIS COMPLETE

O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

2 Results /

Dilnvoices P eyl M A 2 a1 A
O | Pulps ‘ L -

£ | Rejects

Results

Invoice

Pulps
Rejects

CLLLELD)

White — Lab Copy - Please Include With Shipment

Results
Invoices
Pulps
Rejects

ELENE 13

Results
Invoice
Pulps
Rejects

SRR

Yellow — Sample Prep. Copy Pink — Client's Copy



LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWO0D, CO. PHONE: 889-13404 TELEX: 45-693

| SAMPLE SHIPMENT NOTICE
Date Shipped /- Via O Prepaid  or O Collect

# Parcels in Shipment (! TOTAL NUMBER OF SAMPLES
| GEOLOGIST'S NAME ! {2& A0 PHONE NUMBER _. - 2/ /" PROJECT NAME OR NUMBER (o7 £ < ¢
Slmplu; B Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation oce test
[ / Neutron ore
A /_[ 7593- t/' 58 Cu |Ph [Zn o |Ag [Cd [Ni [Co fin |Fe [Bi |V |U (W |F/JAu'lAs [Hg [Sn [Sb [Ba |E spec A;!lerif'-rm nee mrst
~ eutron ore
{/ sé) o ) |Cu [P [zn Mo [Ag |Cd [Ki [Co n [Fe [Bi [V (U |W |F |Au |As [y [Sa [Sb [Ba |E spec | Activalion DCpP test
R “ lou pb [z0 Mo [ag foa |Ni Joo Jan fre [ |v {u [w [F | Jas e [sn [so [Ba JE spec | agiuetio 0P | tes
y 7’ u n f‘"" 4 i [Co Mn |Fe |Bi Au |As |Hg [Sn |Sb |Ba |E spec Activation ¥ lest
‘ cu [P [zn Mo g led [N feo ban fre [ai [v [u |w [F Jau [as Jig Isn oo Joa JE spec | amrmon | oce | faet
| Neutran or
Cu [Ph [Za Mo JAg |Cd [¥i [Co Mn [Fe [Bi |V |U [W |F |Au [As |Hg [Sn |Sh [Ba |E spec Acnt:ﬁmu pee gjgset
Neutran ore
Cu |Pb |Zn Mo [Ag |Cd |Ni |Co Mn [Fe [Bi |V |U |W |F |Au |As [Ho [Sn |Sb |Ba [E spec | Activation JOP fest
Neutron ore
‘ Cu |Pb [Zn Mo |Ag |Cd [Ni [Co Mn |Fe |Bi [V U |W |F [Au |As [Hg |Sn |Sb |Ba [E spec | Activaticn pee test
Neutran ofe
| Cu [Pk |Zn Mo [Ag [Cd |Ki |[Co Mn |Fe [Bi [V |U |W |F |Au |As |Hg [Sn [Sb |Ba |E spec /&cggaufm DCP test
Neutron ore
Cu |Pb (Zn Mo |Ag [Cd |Ni [Co Mn |Fe |Bi [V |U |W [F [Au |As |Hg [Sn |Sb [Ba |E spec | Activation DeP test
( Neutron ore
; Cu |Ph [Zn Mo |Ag |Cd |Ni [Co Mn |Fe |Bi |V |U |W [F [Au |As [Hg [Sn [Sb |Ba |E spec | Activation DCP test
Neutron ore
I Cu |Pb |2n Ms Ag [Cd |Ni |Co Mn [Fe [Bi |V [U |W |F [Au [As [Hg [Sn [Sh |Ba |E spec | Activation pee test
weul
Cu |Pb |Zn Mo [Ag |Cd INi |Co Mn [Fe [Bi |V |U |W |F JAu |[As [Hg [Sn |Sb |Ba |E spec Az.iw‘arl(:gn oce 3:'§
Neutron e
Cu |Pb |Zn Mo [Ag [Cd Ni [Co Mn [Fe [Bi |V |U |W |F [Au [As [Ho [Sn [Sb |Ba [E spec | Aclivation pep test
Neulron ore
Cu [P [Zn Mo |Ag |Cd |NI |[Co Mn [Fe [Bi [V |U |W |F JAu |As [Hg [Sn |Sb |Ba |E spec | Activalion oce test
Neulron ore
Cu [P |Zn Mo |Ag |Cd |Ni |[Co Mn |Fe [Bi [V |U |W |F |Au |As [Hu [Sn |Sb |Ba [E spec | Activation pecpP test
‘ assay (%, ore grade) O prepared
| Please analyze by } methods, the enclosed { samples
‘ O geochemical (ppm, trace level) n unprepared
O | DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
\ COARSE REJECTS PULPS
[0 | DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
[0 | RETURN COD-AFTER ANALYSIS COMPLETE (e Sf Jvoret @ RETURN COD AFTER ANALYSIS COMPLETE
[0 ' STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
[ | Results S s n O Results
'/D’:lnvoices SAS LN SUIFLNS B W €< O Invoices
l[]’1 Pulps : ‘ L O Pulps
[ | Rejects FELY O Rejects
O | Results O Results
O | Invoice O Invoice
0O | Pulps O Pulps
O | Rejects O Rejects
White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



